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NUMBER OF LOUER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 31 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 31 2 -150 31 Assay Prep 31
Excessive Wetness 590
Saiple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARROtt

INVOICE TO: MR. JIM BARRON
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Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewoo\, coforado 80228 
(303) 989-1404 BC 

BONDAR-CI EGG 

Geochemical 
Lab Report 

A DI\ 1S10'.'J OF l'.\CHCAPE INSPECTIO'l & TESTl'lG SERVICES 

REPORT: D89-32384.4 < COKPLETE > 

CLIENT: BROHN NIHIHG CORP. 
PROJECT: R89-621 

ORDER 

1 Au 

ELENEHT 

Gold 

SAKPLE TYPES 

D DRILL CORE 

HUNBER 

31 

RENARKS: Final results are reported. 

REPORT COPIES TO: NR. JIN BARRON 

HUNBER Of LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

31 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUflBER 

31 

REFERENCE INFO: 285-440 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 13-HOV-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS HUNBER 

Assay Prep 
Excessive Wetness 
Saaple Pickup 

31 
590 

1 

INVOICE TO: NR. JIN BARROM 
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Bondar-Clegg, Inc.
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1 ,ake*vocx. ^Colorado 80228 

(303) 989-1404

BONDAR-CLEGG

Geochemical 
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
___  DATE PRINTED: 13-N0V-89

REPORT: D89-32384.4 PROJECT; R89-621 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

-

D2 R89-621-285-290 <0.002
D2 R89-G21-290-295 <0.002
D2 R89-621-295-300 <0.002
D2 R89-621-300-305 <0.002
D2 R89-621-305-310 <0.002

D2 R89-621-310-315 <0.002
D2 R89-621-315-320 0.037
D2 R89-621-320-325 0.099
D2 R89-621-325-330 0.006
D2 R89-621-330-335 <0.002

D2 R89-621-335-340 <0.002
D2 R89-621-340-345 <0.002
D2 R89-621-345-350 <0.002
D2 R89-621-350-355 <0.002
D2 R89-621-355-360 0.006

D2 R89-621-360-365 0.007
D2 R89-621-365-370 0.008
D2 R89-621-370-375 0.005
D2 R89-621-375-380 0.007
D2 R89-621-380-385 <0.002

D2 R89-621-385-390 0.004
D2 R89-621-390-395 <0.002
D2 R89-621-395-400 <0.002
D2 R89-621-400-405 <0.002
D2 R89-621-405-410 0.004

D2 R89-621-410-415 0.004
»2 R89-621-415-420 <0.002
D2 R89-621-420-425 <0.002
D2 R89-621-425-430 0.002
D2 R89-621-430-435 0.002

1)2 R89-621-435-440 <0.002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lak ()(')(l, ··o1orado 80228 
(303) 989-1404 

REPORT: D89-32384.4 

SANPLE ELENENT 
NUNBER lllUTS 

D2 R89-621-285-290 
D2 R89-621-290-295 
D2 R89-621-295-300 
D2 R89-621-300-305 
D2 R89-621-305-310 

D2 R89-621-310-315 
D2 R89-621-315-320 
D2 R89-621-320-325 
D2 R89-621-325-330 
D2 R89-621-330-335 

D2 R89-621-335-340 
D2 R89-621-340-345 
D2 R89--621-345-350 
D2 R89-621-350-355 
D2 R89-621-355-360 

D2 R89-621-360-365 
D2 R89-621-365-370 
D2 R89-621-370-375 
D2 R89-621-375-380 
D2 R89-621-380-335 

D2 R89-621-385-390 
D2 R89-621-390-395 
D2 R89-621-395-400 
D2 R89-621-400-405 
D2 R89-621-405-410 

D2 R89-621-410-415 
D2 R89-621-415-420 
D2 R89-621-420-425 
D2 R89-621-425-430 
D2 R89-621-430-435 

D2 R89-621-435-440 

Au 
OPT 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
0.037 
0.099 
0.006 

(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
0.006 

0.007 
0.008 
0.005 
0.007 

(0.002 

0.004 
(0.002 
(0.002 
(0.002 
0.004 

0.004 
(0.002 
(0.002 
0.002 
0.002 

(0.002 
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BONDAR CLEGG

BROHM MINING CORP 
MR. JIM BARRON 
P.O. BOX 483 
DEAD WO 01), SD 
37732

■* v. *■

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228

(303)989-1404

I n vo i £:• e ; DO 13 9 £> 7 . P a t| e 1

( I. •. • --.■»■ .'.V...... ,

D«#eJ ; ; s :i 4-MOO 89

kepor£ ; No s -069-38304.4 
Pro ject „J^6.y-681
Ref e rent.

0/
tea 865-440 

•> • • ■

• .am«(> „ , .. .

31 Analyses of Gold
Subtotal

at % 7.00 1 
*

817.00 
817.00 1 817.00

Sam p 1. e P r o p a r a fc i o n
31 Samples of Assay Prep

390 Samples of Excessive Wetness 
.1 Sample of Sample Pickup

Subtota1

at 1 3.00 * 
at $ 0.80 $ 
at '118.00 1

93. 00 
118.00
18.00

883.00 1 883.00

Miscel 1 aneous Chart|es
4% S.D. state sales tax
2% Deadwood city sales tax 

Subtotal
$
$

8. 98
4. 46
13.38 f- 13. 38

Invoice Tota 1 s •i. 453.38

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Bondar-CkiK Inc.
12980 West Cwar Dr.

Lakewood, Colorado 80228

(303) 989-1404 BC
BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32380.4 ( COMPLETE ) REFERENCE INFO: 0-285

CLIENT: BR0HM MINING C0RP. SUBMITTED FT: J. BARRON
PROJECT: R89-621 DATE PRINTED: 15-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 57 0.002 OPT Fife Assay

SAMPLE TYPES NUMBER

D DRILL CORE 57

SIZE FRACTIONS NUMBER

2 -150 57

SAMPLE PREPARATIONS NUMBER

Assay Prep 57

REMARKS; Filial results are reportedr

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: HR. JIM BARRON

Bondar-Cley Inc. 
129 West C Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DI\ 1S10:'I or I CHCAPE 1"-SPECTIO:'I & TESTI\G SER\'ICES 

REPORT: D89-32380.4 < CONPLETE) 

CLIENT: BROHN NINIHG CORP. 
PROJECT: R89-621 

ORDER 

1 Au 

ELENEHT 

Gold 

SANPLE TYPES 

D DRILL CORE 

HUNBER 

57 

REPORT COPIES TO: NR. JIN BARRON 
MR. JIN BARRON 

HUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

57 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUNBER 

57 

REFERENCE IHFO: 0-285 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 15-HOV-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS HUMBER 

Assay Prep 57 

INVOICE TO: NR. JIN BARROM j 
7 
J 
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12980 West CTar Dr.
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(303) 989-1404

BONDARCLEGG
A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED; 15-NQV-89
REPORT: 089-32380.4 PROJECT: R89-621 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-621-0-5 <0.002 D2 R89-621-200-205 0.099
D2 R89-621-5-10 0.003 D2 R89-621-205-210 0.023
D2 R89-621-10-15 0.004 02 R89-621-210-215 0.025
D2 R89-621-15-20 <0.002 D2 R89-621-215-220 0.031
D2 R89-621-20-25 <0.002 D2 R89-621-220-225 0.025

D2 R89-621-25-30 <0.004 02 R89-821-225-230 0.009
D2 R89-621-30-35 <0.002 02 R89-621-230-235 <0.002
D2 R89-621-35-40 0.005 02 R89-621-235-240 <0.002
D2 R89-621-40-45 0.003 02 R89-621-240-245 <0.002
D2 R89-621-45-50 0.003 02 R89-621-245-250 <0.002

02 R89-821-50-55 <0.002 02 R89-621-250-255 <0.002
02 R89-621-55-60 0.007 02 R89-621-255-260 <0.002
02 R89-621-60-65 0.025 02 R89-621-260-265 0.002
02 R89-621-65-70 0.033 02 R89-621-265-270 <0.002
D2 R89-621-70-75 0.007 02 R89-621-270-275 <0.002

02 R89-621-100-105 0.006
D2 R89-621-105-110 0.004
02 R89-621-110-115 <0.002
02 R89-621-115-120 0.003
02 R89-621-120-125 0.007

02 R89-621-125-130 0.009
02 R89-621-130-135 0.006
02 R89-621-135-140 0.007
02 R89-621-140-145 0.005
02 R89-621-145-150 0.005

D2 R89-621-150-155 0.005
02 R89-621-155-160 0.003
02 R89-621-160-165 0.007
02 R89-621-165-170 0.006
D2 R89-621-170-175 0.008

02 R89-621-175-180 0.005
02 R89-621-180-185 0.005
02 R89-621-185-190 0.012
02 R89-621-190-195 0.027
02 R89-621-195-200 0.108

Bondar-C • Inc. 
129 West Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-J2380.4 

SAl'IPLE ELEl'IENT 
NUl'IBER UNITS 

D2 R89-621-0-5 
D2 R89-621-S-10 
D2 R89-621-10-1S 
D2 R89-621-1S-20 
D2 R89-621-20-25 

D2 R89-621-25-30 
D2 R89-621-30-3S 
D2 R89-621-35-40 
D2 R89-621-40-45 
D2 R89-621-45-SO 

D2 R89-621-S0-55 
D2 R89-621-SS-60 
D2 R89-621-60-65 
D2 R89-621-65-70 
D2 R89-621-70-7S 

D2 R89-621-75-80 
D2 R89-621-80-85 
D2 R89-621-85-90 
D2 R89-621-90-9S 
D2 R89-621-95-100 

D2 R89-621-100-105 
D2 R89-621-105-110 
D2 R89-621-110-115 
D2 R89-621-115-120 
D2 R89-621-120-125 

D2 R89-621-125-1JO 
D2 R89-621-130-135 
D2 R89-621-135-140 
D2 R89-621-140-145 
D2 R89-621-145-150 

D2 R89-621-1S0-155 
D2 R89-621-155-160 
D2 R89-621-160-165 
D2 R89-621-16S-170 
D2 R89-621-170-175 

D2 R89-621-17S-180 
D2 R89-621-180-18S 
D2 R89-621-18S-190 
D2 R89-621-190-195 
D2 R89-621-19S-200 

Au 
OPT 

(0.002 
0.003 
0.004 

(0.002 
(0.002 

(0.004 
(0.002 
0.005 
0.003 
0.003 

(0.002 
0.007 
0.025 
0.033 
0.007 

0.002 
0.002 
0.014 
0.006 

(0.002 

0.006 
0.004 

(0.002 
0.003 
0.007 

0.009 
0.006 
0.007 
0.005 
0.005 

0.005 
0.003 
0.007 
0.006 
0.008 

0.005 
0.005 
0.012 
0.027 
0.108 

BC 
BONDAR-CLEGG 

A DI\ ISION OF INCHCAPE:. INSPECTION & TESTING ER\'ICES 
DATE PRINTED: 15-HOV-89 

I PROJECT: R89-621 

SAl'IPLE f.LEl'IEHT Au 
HUl1BER UHITS OPT 

D2 R89-621-200-205 0.099 
D2 R89-621-205-210 0.023 
D2 R89-621-210-215 0.025 
D2 R89-621-215-220 0.031 
D2 R89-621-220-225 0.025 

D2 R89-621-225-2JO 0.009 
D2 R89-621-230-235 (0.002 
D2 R89-621-235-240 (0.002 
D2 R89-621-240-24S (0.002 
D2 R89-621-245-250 (0.002 

D2 R89-621-250-255 (0.002 
D2 R89-621-255-260 (0.002 
D2 R89-621-260-265 0.002 
D2 R89-621-265-270 (0.002 
D2 R89-621-270-275 (0.002 

D2 R89-621-275-280 (0.002 
D2 R89-621-280-285 (0.002 

Geochemical 
Lab Report 

PAGE 1 



BONDAR-CLEGG

BROHM MINING CORP. 
MR. JIM BARRON 
P.O. BOX 4<15 
DEAD WOOD, SD 
57732

57 Analyses of Gold 
Subtotal

Sampie Pre par atio n
57 Samples of Assay Prep 

Subtotal

Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303)989-1404

Invoice s DO16109, Page 1

Date s £1-NOV-89

Report Nos 1)69-32360.4 
Project : R 69-621 
I? e f e r e n e e s 0 -• 2 6 5

i

** {k
{} ! • ■ 

$ i ■»«.'a t * ;• | • 3 9 9.. 0' 0; '*v

399.00

; -W (Jv.-i.
at $"3v00.Op

$ 171.00 '' 1 ""171.00

M i sce 11 aneous Cbarges
4% S. D. s t a t e s a 3. e s t a x $ 6. 6 4
2% Deadwood city sales tax % 3.42

Subtotal f 10.26 $ 10.26

I n v o i c e T o t a 1 a 560.26 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 WestlAdar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32389.4 ( COMPLETE ) REFERENCE INFO: 440-445

CLIENT: BR0HH HIKING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-621 DATE PRINTED: 8-N0V-89

NUMBER OF LOWER
ORDER ELEHENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 1 0.008 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 1 2 -150 1 Assay Prep 1
Excessive Wetness 24

REMARKS: Final results are reported.

REPORT COPIES TO: HR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12 80 Wesfl! Dr. 
Lakewood, Colorado 80228 
( 303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DI\ ISIOf', OF INCHCAPE INSPECTIO\ & TESTI"G SER\ ICES 

REPORT: D89-32389.4 ( COffl)LETE > 

CLIEHT: BROHft "INIHG CORP. 
PROJECT: R89-621 

ORDER EL~HT 

1 Au Gold 

SA"PLE TYPES MUNDER 

D DRILL CORE 1 

REltARKS: Final results are reported. 

REPORT COPIES TO: ltR. JI" BARROM 
"R. JI" BARRON 

NU"BER Of LOWER 
ANALYSES DETECTION LI"IT 

1 0.002 OPT 

SIZE FRACTIONS 
-------------------
2 -150 

EXTRACTION 

HtfflBER 

REFERENCE IHFO: 440-445 

SUB"ITTED BY: J. BARROH 
DATE PRINTED: 8-HOV-89 

ltETHOD 

Fire Assay 

SA"PLE PREPARATIONS NU"BER 
---------------------------

1 Assay Prep 1 
Excessive Wetness 24 

IHIJOICE TO: ltR. JI" BARRON 



Bondar-Clegg, Inc. 
12 0 West ~ Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32389.4 

SAltPLE 
HU"BER 

ELE"ENT 
UNITS 

Au 
OPT 

D2 R89-621-440-445 (0.002 

BC 
-CLEGG 

A DIVISION OF INCHCAf INSPECTION & TESTING SERVICES 
DATE PRINTED: 8-NOV::82 

I PROJECT: R89-621 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

BROHI1 MINING CORP. 
MR. JIM BARRON 
P.0. BOX 485 
DEADWOfJD, SB 
57732

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Invoice s -DO 1603i, Page 1.

Date-, s A.4~NQV~89

"" «r•.'**«* <•

Report Nos 1)89-32389.4 
Project s R8‘3‘-;&21 
Ref er eDde s-"44(>"’4.45 . - .

1 Analyses of Gold 
Subtotal

at & 7.00 % 7.00
% 7.00 7.00

S a m p 1, e P r ©par a t ion
1 Sample of Assay Prep 

24 Samples of Excessive Wetness 
Subtotal

at % 3.00 * 3.00
at t 0.20 $ 4.80

f 7.80 $ 7. 80

Miscel lavieous Charges
4X S.D. state sales tax 

2% Deadwood city sales tax 
Subtotal

i 0.31
0. IS

$ 0.47 $ 0.47

1 nvoi. ce Tota .1 s t IS.87 U.S

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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BONDAR·CLEGG 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

Bondar-Clegg, Inr. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1~ 
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